MID-CONTINENT

TESTING LABORATORIES, INC. ‘

gL SAMPLE NAME:
S A DESCRIPTION:
o SAMPLE DATE:
~ SAMPLE TIME:

2381 S. Plaza Dr. ¢ PO. Box 3388 » Rapid City, SD 57709 SAMPLED BY:

(605) 348-0111

. B ACOOUNT NUMBER :
LAB NUMBER:
STAN MICHALS DATE RECEIVED:
BROHM MINING COORP. TIME RECEIVED:
P.O. BOX 485 REPORT DATE:

DEADNOOD, SD 57732

SW-5
06/28/95

w1000
19950630306
06/30/95
07:00 AM
07/03/95

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 368. Aluminum .094 .146
Hardness 114. Ant imony . .
PH 8.03 Arsenic <.005 <.005
Solids, Dissolved, mg/l 183. Barium R .
Solids, Suspended, mg/] <10.0 Beryllium . .
Turbidity, NTU . Boron . -

Cadmium <.001 <.001

Calcium 33.3 .
INORGANIC & NONMETALLIC VALUE Chromium o *

Cobalt o .

Alkalinity 79.0 Copper .008 .008
Bicarbonate 96.4 Gold . ;
Carbonate, mg/! 0.00 Iron .164 .387
Chloride, mg/1 5.00 Lead . .
Cyanide, Total, mg/] <.010 Lithium . .
Cyanide, WAD, mg/1 . Magnesium 7.57 .
Cyanide, Free, mg/1 . Manganese .123 .136
Fluoride, mg/1 . Mercury . g
Nitrogen, Ammonia, mg/1 E Mol ybdenum . ;
Nitrogen, Nitrate, mg/l 112 Nickel . "
Nitrogen, Nitrite, mg/1 . Potassium 1.81 =
Sulfate, mg/1 101. Selenium » g

Silicon . "
Silver ” .
QUALITY CONTROL VALUE Sodium 24.6 .
Strontium . .

Major Anion Sum, meq/L 3.83 Vanadium . i
Major Cation Sum, meq/L 3.56 Zinc <.050 .138
Anion-Cation Balance, % -3.65

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY




MID-CONTINENT
TESTING LABORATORIES, INC. ‘

HGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-35
DESCRIPTION:

J SAMPLE DATE: 06/28/95
g SAMPLE TIME:

SAMPLED BY:
! 2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709
! (605) 348-0111

ACOOUNT NUMBER: W1000
LAB NUMBER: 19950630306
DATE RECEIVED: 06/30/95
TIME RECEIVED: 07:00 AM
REPORT DATE: 07/03/95

STAN MICHALS |
BROHM MINING CORP. |
P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/om 368. Aluminum 094 146
Hardness 114. Ant imony
PH 8.03 Arsenic <.005 005
Solids, Dissolved, mg/] 183. Barium
Solids, Suspended, mg/] <10.0 Beryllium
Turbidity, NTU Boron : .
Cadmium <,001 <,001
Calcium 33.3 b
INORGANIC & NOMMETALLIC VALUE Chromium é .
———————————————————————————————— Cobalt » .
Alkalinity 79.0 Copper .008 .008
k’ Bicarbonate 06.4 Gold ¢ %
/ Carbonate, mg/1 0.00 Iron 164 . 387
? Chloride, mg/] 5.00 Lead
Cyanide, Total, mg/] <.010 Lithium . .
Cyanide, WAD, mg/] Magnes i um 7.57 .
Cyanide, Free, mg/l Manganese 123 .136
Fluoride, mg/] Mercury . .
Nitrogen, Anmonia, mg/l Molybdenum . i
Nitrogen, Nitrate, mg/] 5} Nickel o
Nitrogen, Nitrite, mg/l Potassium 1.81
Sulfate, mg/] 101. Selenjum
Silicon
Silver s
QUALITY CONTROL VALUE Sodium 24.6
———————————————————————————————— Strontium
Major Anion Sum, meq/L 3.83 Vanadium ‘ .
Major Cation Sum, meq/L 3.56 Zinc <.050 138
Anion-Cation Balance, % -3.65
SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE: aZotl 21




SURFACE WA IER SIREAM GALGING - FIELD FORM

DATE: Jng Z8  TIME: G v 5 5

| QG5

METER USED: MAKSH~ pic BiRN &~/

SAMPLER: STREAM WIDTH: /G
STATION NO: _ S W/~ 4~ TOTAL FLOW:
GAUGE HEIGHT: WATER SAMPLE (Yes/No):
TEMPERATURE (degrees C): /5.6 FILTERED METALS (Yes/Noj:
it 5. 7. 87 NUMBER/TYPE BOTTLES: S

CONDUCTIVITY (umhos/cm): FLOW (gpm):

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs ﬁ:]
/ 0.5 [ o, 4¢ 0,0¢ 0.0176
z !, & [ o¢3 S 0.0693
> 2.5 [ 10,¢0 0,%3 0,498
Z 3.5 [ 10,36 /6% /- 244
< 7, S ! o 31 /.79 [ 299
5 ) | 10,85 /.37 [- /1815
V4 - 10,72 /. FF 1.6728
g 2 & | |o.95 /.0% 1.0Z¢
% ¥ | / logs /./O / 525

/0 7-5 | / |\ 93 i 33 . 2369
// /967 I 4. 94 [ /5 [ 08/
(2 | /.5 | p 90 [ /5 [. 062
12 /251 ) lop 88 1 s [-0Z0R

/¢ Bs |l 1 |os2 /.03 0.8¢46C
(s | /4.5 | |y, 70 a.97 679

/G /5.5 [ o, ¢ 0. %/ 0.29&/(

COMMENTS: /o, 77

RMSSURFWTR.FRM




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

v/\/.\’\/\/\/\/.\ /
N /
/

~

2381 S. Plaza Dr. *« PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 338.
Hardness 118.
PH 8.12
Solids, Dissolved, mg/1 167.
Solids, Suspended, mg/l <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 98.0
Bicarbonate 120.
Carbonate, mg/1 0.00
Chloride, mg/] 5.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/] .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/1 .225
Nitrogen, Nitrite, mg/1 o
Sulfate, mg/1 64.7
QUALITY OONTROL VALUE
Major Anion Sum, meq/L 3.48
Major Cation Sum, meq/L 3.31
Anion-Cation Balance, % -2.50
SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

SW-5

07/12/95

w1000
19950719208
07/18/95
12:15 PM
07/20/95

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY

DATE

.108
<.005

050

/’\

: a%. go-20




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-5
DESCRIPTION:

SAMPLE DATE: 07/12/95
SAMPLE TIME:

SAMPLED BY:

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709

(605) 348-0111
ACOOUNT NUMBER: W1000
LAB NUMBER: 199850719208
STAN MICHALS DATE RECEIVED: 07/18/95
BROHM MINING CORP. TIME RECEIVED: 12:15 PM
P.O. BOX 485 REPORT DATE: 07/20/95

DEADWOOD, SD 57732

- P o Eaaks

T Sy —

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 338. Aluminum .108 .258
Hardness 115. Ant imony : .

PH 8.12 Arsenic <,005 <.005
Solids, Dissolved, mg/1 167. Barium . .
Solids, Suspended, mg/l <10.0 Beryllium - :
Turbidity, NTU o Boron ’ ¥
Cadmi um <.001 <.001
Calcium 32.7 &

INORGANIC & NONMETALLIC VALUE Chromiwmn P .

- - mm—— Cobalt : .
Alkalinity 98.0 Copper <,005 <.005
Bicarbonate 120. Gold % .
Carbonate, mg/1 0.00 Iron .068 .143
Chloride, mg/1 5.50 Lead . ‘
Cyanide, Total, mg/l <.010 Lithium - .
Cyanide, WAD, mg/1 . Magnesium 8.15 .
Cyanide, Free, mg/1 . Manganese <.050 .053
Fluoride, mg/1 . Mercury . 3
Nitrogen, Ammonia, mg/l d Molybdenum : g
Nitrogen, Nitrate, mg/l «225 Nickel ” .
Nitrogen, Nitrite, mg/l . Potassium 1.74 .
Sulfate, mg/1 64.7 Selenium . .

Silicon . .

Silver . :

QUALITY CONTROL VALUE Sodium 18.4 ¢
- - ee————— Strontium . o

Major Anion Sum, meq/L 3.48 Vanadium . p
Major Cation Sum, meq/L B 5 Zinc <.050 <,050
Anion-Cation Balance, % -2.50

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY: j/,g

DATE: A ")a- b/ i



W SURFACE WATER SIREAM GALGING - FIELD FORM

DATE: (it Y /< _ TIME: Ss METER USED: MARSH - Me EIRNE Y
/995 2
SAMPLER: STREAM WIDTH:

STATION NO: : . TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

‘ TEMPERATURE (degrees C): FILTERED METALS (Yes/No):

{ i .
pﬂiﬁ'\ NUMBER/TYPE BOTTLES:
' O,

‘ CONDUCTIVITY (umhos/cm):

Interval | Midpoint Velocity (fps)

/ 0, & f 4.200 0,18
Z 2 & / 0.9% 1,65 0,637
=z z, S [ 0.5 ). O3 /1.0094
A 25 [ 10,922 /.28 1./904
S ¢, 8 [ |@.00 a.58 0.88
&6 - 1 mrn 0,68 0,292
v d 54 ( lo,%s 0,48 A, 408
4 7S / 0.3C 0,28 6.2.2%
7 8.5 - |o.7¥% 0.22 017/
/0 9.5 10.4Z a.28 B 736
[/ 10 . &~ / .60 2..30 0./8
/1 1/ 5 [ 0.0 0.27 O 16l
i’ /Z,S ' |p.5Z 2,23 2.]1%9
) F /8. 5| ! lo.sp 0,19 0.106¢

COMMENTS:

FORMSSURFWTR FRM




GAUGE HEIGHT:

TEMPERATURE (degrees C):

CONDUCTIVITY (umhos/cm):

WATER SAMPLE (Yes/No):

FILTERED METALS (Yes/No):

NUMBER/TYPE BOTTLES:

FLOW (gpm):

z..——

4T

Interval |Midpoint I Width l Depth I Area (sft) I Velocity (fps) ' Qcfs ||

/ 0.5 ) 9, 0, 0,085/

4 ). S 0, O, 012000

k- 7.8 0 4 0,5%¢

g 7 ', O, 6240

v 3 1 ; 0, 5729

v 1 , 0. 44EL

y ¢ , 0., 2630

7 3 D . O, 0,/7%2

7 7.5 ' , ' 067256

5 7.5 0,036%

/16, ¢ . N, 0 520

15 ), 1 0:0675

/2.5 9, 0,0 6060

/3. 5 : 0.067C

s 1 /¢S < 0,06 FFD
-+ 1 1 1 1 1 |
- oLl z 22891

COMMENTS:

-t

FORMS\SURFWTR.FRM




MID-CONTINENT
TESTING LABORATORIES, INC.

GH TECHNOLOGY OIL ANALYSIS

SAMPLE NAME: SW-5

AND ENVIRONMENTAL TESTING

DESCRIPTION:

SAMPLE DATE: 08/10/95

SAMPLE TIME:
2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709 SAPLED BY:

(605) 348-0111
ACOOUNT NUMBER: W1000
‘ LAB NUMBER: 19950811303

STAN MICHALS \ DATE RECEIVED: 08/11/95
BROHM MINING CORP. TIME RECEIVED: 06:30 AM
P.O. BOX 485 REPORT DATE: 08/14/95

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 765. Aluminum <.050 <.050
Hardness 196. Ant imony . o
PH 8.27 Arsenic <.005 <.005
Solids, Dissolved, mg/1 380. Barium i
Solids, Suspended, mg/1 <10.0 Beryllium .
Turbidity, NTU . Boron . o
Cadmium <.001 <.001
Calcium 59.3 .
INORGANIC & NONMETALLIC VALUE Chromium R R
- Cobalt . .
Alkalinity 102. Copper .008 .006
Bicarbonate 124. Gold . .
Carbonate, mg/1 0.00 Iron <.050 <.050
Chloride, mg/1 7.50 Lead . :
Cyanide, Total, mg/1 <.010 Lithium - .
Cyanide, WAD, mg/1 o Magnesium 11.6 .
Cyanide, Free, mg/1 . Manganese <.050 <.050
Fluoride, mg/1 . Mercury . .
Nitrogen, Ammonia, mg/l . Molybdenum . .
Nitrogen, Nitrate, mg/l .422 Nickel . o
Nitrogen, Nitrite, mg/1 . Potassium 2.86 .
Sulfate, mg/l 275. Selenium a é
Silicon » a
Silver .

QUALITY CONTROL VALUE Sodium 98.4
Strontium . é

Major Anion Sum, meq/L 8.00 Vanadium o .
Major Cation Sum, meq/L 8.27 Zinc <.050 <.050
Anion-Cation Balance, % 1.67

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE

QT2



MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, wumhos/cm 765,
Hardness 196.
PH 8.27
Solids, Dissolved, mg/l 380.
Solids, Suspended, mg/l <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 102.
Bicarbonate 124.
Carbonate, mg/1 0.00
Chloride, mg/1 7.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 :
Cyanide, Free, mg/1 .
Fluoride, mg/1 -
Nitrogen, Ammonia, mg/l

Nitrogen, Nitrate, mg/l 422
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 275,
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 8.00
Major Cation Sum, meq/L 8,27
Anion-Cation Balance, % 1.67
SPECIAL TESTS VALUE
ACIDITY <10.0

SAMPLE NAME: SW-5
DESCRIPTION:

SAMPLE DATE: 08/10/95
SAMPLE TIME:

SAMPLED BY:

ACOOUNT NUMBER: W1000
LAB NUMBER: 19950811303
DATE RECEIVED: 08/11/95
TIME RECEIVED: 06:30 AM
REPORT DATE: 08/14/95

METALS mg/1 DISSOLVED TOTAL
Al uminum <.050 <.050
Ant imony . .
Arsenic <,005 <.005
Barium . .
Beryllium .

Boron . "
Cadmium <.001 <,001
Calcium 58.83 i
Chromium o
Cobalt CRA o
Copper .008 008,
Gold 3 -
Iron <.050 <.050
Lead 3 3
Lithium 5 .
Magnesium 11.6 .
Manganese <.050 <.050
Mercury .
Mol ybdenum . .
Nickel A .
Potassium 2.86 .
Selenium % $
Silicon . .
Silver . g
Sodium 98.4 g
Strontium . .
Vanadium . X
Zine <,050 <.050
APPROVED BY: %/ pﬂ;
i (/ O Lo~
DATE: /\%y 7f/




MID-CONTINENT

TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

A

/
/
/

/
\\'/,\/ /\x/\/\// “(J
Mg J

2381 S. Plaza Dr. » PO. Box 3388 = Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 981.
Hardness 226.
PH 8.34
Solids, Dissolved, mg/1 486.
Solids, Suspended, mg/1 <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 102.
Bicarbonate 120.
Carbonate, mg/| 2.40
Chloride, mg/1 39.0
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 p
Cyanide, Free, mg/] .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/1 .663
Nitrogen, Nitrite, mg/1 .
Sulfate, mg/1 320.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 9.85
Major Cation Sum, meq/L 10.11
Anion-Cation Balance, % 1.31
SPECIAL TESTS VALUE
ACIDITY 0.00

METALS mg/1

SW-5

SAMPLE DATE: 09/14/95

ACCOUNT NUMBER: W1000

19950921104

DATE RECEIVED: 09/20/95

07:00 AM

REPORT DATE: 09/22/95

DISSOLVED TOTAL

Al uminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromium
Cobal t
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

DATE

-

<.050
<.005

<.001
70.7

.058

<.050

aZ-d2- 20




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. * PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 981.
Hardness 226.
PH 8.34
Solids, Dissolved, mg/l 486.
Solids, Suspended, mg/l <10.0
Turbidity, NTU 2
INORGANIC & NONMETALLIC VALUE
Alkalinity 102.
Bicarbonate 120.
Carbonate, mg/1 2.40
Chloride, mg/1 39.0
Cyanide, Total, mg/l <.010
Cyanide, WADQ m/l .
Cyanide, Free, mg/l 2
Fluoride, mg/1 5
Nitrogen, Ammonia, mg/1 :
Nitrogen, Nitrate, mg/l .663
Nitrogen, Nitrite, mg/l o
Sulfate, mg/1 320,
QUALITY OCONTROL VALUE
Major Anion Sum, meq/L 9.85
Major Cation Sum, meq/L 10.11
Anion-Cation Balance, % 1.31
SPECIAL TESTS VALUE
ACIDITY 0.00

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED
TIME RECEIVED:

REPORT DATE:

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmiuin
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinec

APPROVED BY
DATE

<.050

<.005

SW-5

09/14/95

w1000
19950921104
09/20/95
07:00 AM
09/22/95

DISSOLVED TOTAL




paTE: &P, /L-1me: _C 1 SO
I'ges. -

b AN

-

METER USED: M4 £S Aﬁ /WC—B//?A/ /‘

SAMPLER: | STREAM WIDTH:

STATION NO: C"'S NS

TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees C): __ /. O + FILTERED METALS (Yes/No):

pH:

CONDUCTIVITY (umhos/cm):

8¢9

780

NUMBER/TYPE BOTTLES:

FLOW (gpm):

|| Interval IMidpoint | Width [ Depth | Area (sft) Velocity (fps) Qcfs
/ 6,8 / d. 76 0. 02 0,0/5C
Z .S / 2, 80 0,43 0,3920
3 £.S / 0:82 0/ 6/ 40,5602
4 3¢5 / 0.80 0.59 0.2720
s 4.5 / O 75] 0, ¢ 0,2¢50
Z 5+:8 4 ¢ 0,76 O3 00,2356
/ 6,5 / 16,67 0,13 0.037/
8 ' / 0,b2 0,04 0.024%
7 8.5 [ o 58 0,02 0.01/6
/O 9'\5' / 0,45 D00 06,0000
// 10,5 | 6,43 O, 060 0.0000
)£ /& / 7 0,0/ 010027
b (2.8 [ 10.36 003 0.0 /0%
4 | 13,0 //5 0.27 D, 0.4 0.6107

COMMENTS:

FORMS\SURFWTR.FRM



MID-CONTINENT
TESTING LABORATORIES, INC )

3H TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

NA Y

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

SAMPLE NAME: SW-5
DESCRIPTION:

SAMPLE DATE: 10/10/95
SAMPLE TIME:

SAMPLED BY:

o ACOOUNT NUMBER: W1000
\ LAB NUMBER: 19951013104
STAN MICHALS | DATE RECEIVED: 10/13/95
BROHM MINING CORP. TIME RECEIVED: 07:15 AM
P.O. BOX 485 REPORT DATE: 10/16/95

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, uwshos/cm 1002. Aluminum .051 .101
Hardness 195. Ant imony = "
PH 8.28 Arsenic <.005 <.005
Solids, Dissolved, mg/1 497. Barium . .
Solids, Suspended, mg/1 <10.0 Beryllium . .
Turbidity, NTU . Boron o .
Cadmi um <.001 <.001
Calcium 57.7 .
INORGANIC & NONMETALLIC VALUE Chromium . *
Cobal t . é
Alkalinity 88.0 Copper .008 011
Bicarbonate 107. Gold . o
Carbonate, mg/1 0.00 Iron <.050 .228
Chloride, mg/1 41.5 Lead . .
Cyanide, Total, mg/1 <.010 Lithium . .
Cyanide, WAD, mg/1 . Magnesium 13.7 .
Cyanide, Free, mg/1 . Manganese <.050 072
Fluoride, mg/1 . Mercury - .
Nitrogen, Ammonia, mg/l " Molybdenum . .
Nitrogen, Nitrate, mg/l .537 Nickel " .
Nitrogen, Nitrite, mg/l . Potassium 2.99 .
Sulfate, mg/1 343. Selenium . .
Silicon . ’
Silver ° .
QUALITY OONTROL VALUE Sodium 123. .
Strontium o .
Major Anion Sum, meq/L 10.10 Vanadium " .
Major Cation Sum, meq/L 9.43 Zinc <.050 .055
Anion-Cation Balance, % -3.41
SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE: lo-1¢- 21




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS SAMPLE NAME: SW-5
AND ENVIRONMENTAL TESTING (]{l PT lm .
SAMPLE DATE: 10/10/95
SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111
ACCOUNT NUMBER: W1000
LAB NUMBER: 199851013104
STAN MICHALS DATE RECEIVED: 10/13/95
BROHM MINING CORP. TIME RECEIVED: 07:15 AM
P.O. BOX 485 REPORT DATE: 10/16/95
DEADWOOD, SD 57732
PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 1002. Al uminum .051 .101
Hardness : 195. Ant imony ’ .
PH 8.28 Arsenic <.005 <.005
Solids, Dissolved, mg/l 497. Barium . .
Solids, Suspended, mg/l <10.0 Beryllium . .
Turbidity, NTU . Boron . .
Cadmium <.001 <.001
Calcium 57.7 :
INORGANIC & NONMETALLIC VALUE Chromi um o .
------------------------- Cob‘lt . -
Alkalinity 88.0 Copper .008 011
Bicarbonate 107. Gold . .
Carbonate, mg/1 0.00 Iron <,050 .228 1
Chloride, mg/1 41.5 Lead ‘ .
_Cyanide, Total, mg/] <.010 Lithium . .
Cyanide, WAD, mg/] o Magnesium 13.7 .
Cyanide, Free, mg/l o Manganese <.050 072
Fluoride, mg/1 . Mercury . .
Nitrogen, Ammonia, mg/l ’ Mo | ybdenum g A
Nitrogen, Nitrate, mg/l 5317 Nickel . :
Nitrogen, Nitrite, mg/1 o Potassium 2.99 g
Sulfate, mg/1 343. Selenium . :
Silicon ¢ ;
Silver . q
QUALITY CONTROL VALUE Sodium 123. ¢
-------------------------------- Strontium . .
Major Anion Sum, meq/L 10.10 Vanadium 3 »
Major Cation Sum, meq/L 9.43 Zine <,050 .055
Anion-Cation Balance, % ~-3.41
SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY
DATE _/a_z( *r






